ETI Analyzer Capabilities and Comparisons

Measurement Parameter @obwz\‘ NP 0"0 Q° o"'b QO € Q0 ¢
Density X X X X X

Weight X X X

BTU X

Ash X

H,0

X | X | X |Xx

Chlorine

Carbon

Mercury

Nitrogen
Sulfur
Sio,
Al,O3
Cao
Fe,03
MgO
SO;
K,0
Na,O0
MnO,
TiO,
B/A Ratio
CS 6]
Cs®
CA 6]
c,AFM

Alumina Ratio ™
Silica Ratio ¥

Loss on Ignition 2

X X | X[X[X|X|X[X|X|X|X|[X|X|X|[X|X|X|X[X|X|X|X[X|X|X|[X|[X]|X]|X

Lime Saturation Factor [l

™ Cement Only

Energy Technologies Inc.
1741 Triangle Park Drive
Maryville, Tennessee, USA 37801




